
 Sealing

 Battery testing   END

 Electrode slitting  Tab welding  Winding

Winding  process

  Material baking  Vacuum mixing  Slurry screening  Electrode coating

 Electrode rolling press Electrode cutting

 Short circuit testing

 Cathode tab welding

 Anode tab welding

 Battery baking

 Electrolyte fillingElectrolyte diffusing

Battery grooving 

START

These process should be done in glove box
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